JIS Z 3224 ENi6625
AWS A5.11 ENiCrMo-3
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BESEOEER OB (%)
C Mn | Fe p S Si Cu Ni Cr |Nb+Ta| Mo
ENiCrMo-3| 010| =10 | 7.0 | 003|=002| £075|=050| 2550 | 209, 1| 312,189,
gL | 0074 | 043 | 268 | 0,007 [ 0.003 | 028 | 002 | 622 | 218 | 349 | 882
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GRS MPa 0.2%Iii7) MPa o %
ENiCrMo-3 =760 — =30
B 770 489 47
AEERE (DCHED)
4% (mm) 32 40 50
H (mm) 350 350 350
w | T 80~110 110~140 150~180
AT
M| 80~100 110~130 —
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